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1) All dimensions are In Inches. (Note 9

2> The materlal Is to be OFHC copper and anhnealed.

3> The parts should be strailght to within .005*
over the entire length.

4> All edges and corners must be free of burrs and ﬁu _N H_” _/\_ _Hv _Hv H Z
sharp edges.

S> The 1D, of the parts must be clear and free of
burrs,

6> The parts must be gold plated to electronics
standards.

7> There Is no requirement for cylindricity or roundness
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between .005° and .010° would be acceptable, and Gold Plated CHECKED
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