
43 1 1 369.3 2.2 9.1 436.3 77.6
43 2 1 387.0 2.5 4.5 454.9 61.9
43 3 1 393.7 2.4 5.6 448.2 69.5
43 4 1 399.4 2.6 5.3 434.9 51.0
43 5 1 396.4 2.5 11.0 432.6 62.8
43 6 1 361.2 2.1 12.6 605.6 145.5
43 7 1 380.7 2.3 3.7 422.9 51.8
43 8 1 389.0 2.4 9.5 512.3 102.4
43 9 1 393.7 2.4 9.5 438.9 69.4
43 10 1 382.7 2.4 16.0 430.7 62.0

Average 385.3 2.4
49 1 1 366.1 2.2 3.3 385.1 30.0
49 2 1 358.2 2.1 6.2 393.9 51.1
49 3 1 353.8 2.1 5.2 389.7 52.4
49 4 1 341.6 1.9 12.6 418.0 88.2
49 5 1 359.6 2.1 5.2 384.8 45.0
49 6 1 357.7 2.1 8.1 391.4 61.5
49 8 1 353.3 2.0 6.6 378.0 34.5
49 9 1 358.8 2.1 2.1 366.2 32.2
49 10 1 363.9 2.2 4.0 375.9 52.3
49 11 1 335.7 1.9 11.9 386.9 66.1

Average 354.9 2.1
58 1 1 359.5 2.0 6.2 389.8 53.7
58 2 1 365.5 2.1 8.2 473.9 92.6
58 3 1 370.7 2.1 4.1 382.6 39.0
58 4 1 344.6 1.9 3.6 384.9 60.5
58 5 1 339.5 1.9 8.8 515.2 122.2
58 6 1 356.2 2.1 3.8 410.8 63.3
58 7 1 366.7 2.1 5.3 463.0 83.2
58 8 1 350.1 2.0 3.6 403.7 68.8
58 9 1 374.9 2.2 6.7 391.5 49.4
58 10 1 340.2 1.9 8.4 422.1 96.3
58 11 1 333.3 1.8 5.2 458.1 141.2
58 12 1 357.3 2.1 6.3 406.6 63.7

Average 354.9 2.0


