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Abstract

The article presents the design and performance of the electromagnetic calorimeter constructed for the PrimEx η experiment at
Jefferson lab. The calorimeter was integrated to the DAQ and trigger system of the GlueX detector and used in the experiment to
reconstruct Compton events. The calorimeter consists of 140 lead tungstate (PbWO4) scintillating crystals produced by Shanghai
Institute of Ceramics. The calorimeter is a large-scale prototype of the two detectors, which are being currently constructed in
the laboratory using similar type of crystals: the Neutral Particle Spectrometer (NPS) and the lead tungstate insert of the Forward
Calorimeter (FCAL) of the GlueX detector. We will give an overview of the status of these projects.
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1. Introduction1

The physics goal of the PrimEx η experiment in Hall D at2

Jefferson Lab is to perform a precision measurement of the3

η→ γγ decay width. The measurement will provide an impor-4

tant test of QCD symmetries and is essential for the determi-5

nation of fundamental properties such as the ratios of the light6

quark masses and the η-η′ mixing angle. The decay width will7

be extracted from the measurement of the production cross sec-8

tion of η mesons in the Coulomb field of a nucleus by photons,9

which is known as the Primakoff effect. η mesons are produced10

in a liquid helium target by a tagged photon beam with the en-11

ergy between 10.5 − 11.7 GeV and is reconstructed by detect-12

ing two decay photons in the forward calorimeter (FCAL) of13

the GlueX detector. The cross section will be normalized us-14

ing the Compton process, which will also be used to monitor15

the luminosity and control the detector stability during the run.16

In order to reconstruct the Compton scattering photon and re-17

coiled electron at small angles we built a small (24 cm x 24 cm)18

calorimeter referred to as the Compton calorimeter (CCAL) and19

positioned it 6 m downstream the beam of the GlueX forward20

calorimeter. The CCAL consists of an array of 12 x 12 lead21

tungstate (PbWO4) scintillating crystals, which have been re-22

cently produced by Shanghai Institute of Ceramics (SICCAS).23
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The PrimEx η experiment started collecting data in Spring of24

2019 using a He target and has acquired about 30% of the re-25

quired statistics.26

The Compton calorimeter is a prototype of the large-scale27

(PbWO4) calorimeter, which will be used to upgrade the in-28

ner part of the GlueX FCAL, which is currently instrumented29

with lead glass modules. This upgrade is required by the future30

physics program of Hall D, specifically the new experiment to31

study rare decays of η mesons[]. Integrated to the GlueX DAQ32

the CCAL performance was tested using the nominal GlueX33

running conditions. This allowed up to perform measurements34

of realistic rates and PMT anode currents in the FCAL insert35

region. The measurements will be used to tune the design of36

the front end electronics.37

The Compton calorimeter was constructed in cooperation38

with the Jefferson Lab group working on the Neutral Particle39

Spectrometer (NPS), currently constructed in the experimen-40

tal Hall C at Jefferson Lab. The NPS will use lead tungstate41

crystals with the same size provided by two vendors SICCAS42

and CRYTUR from Czech republic. The spectrometer will be43

equipped with the same photodetectors, Hamamatsu PMT4125,44

and read out electronics.45

In Section 2, we will present the design and performance of46

the Compton calorimeter during PrimEx η run. Status of the47

FCAL upgrade project will be described in Section 3. Specifi-48

cations of the Neutral Particle Spectrometer will be discussed49

in Section 4.50
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Figure 1: Calorimeter module.

2. Compton calorimeter of the PrimEx η experiment51

The main purpose of the Compton calorimeter is to provide52

a fast trigger and perform reconstruction of Compton events.53

The CCAL is positioned behind the GlueX forward calorime-54

ter, about 12 m from the target, and covers the angular range55

between 0.18◦ and 0.33◦. An electrons and photon originat-56

ing from Compton events are produced at small angles and57

are predominantly detected by the CCAL and FCAL, respec-58

tively. Schematic view of the GlueX detector and the Compton59

calorimeter is illustrated in Fig. 160

2.1. Module design61

Design of the PbWO4 module is based on the HyCal62

calorimeter, which was used in several experiments in Hall B [].63

Assembled calorimeter module is presented in Fig. 1. The lead64

tungstate crystal is wrapped with a 60 µm polymer Enhanced65

Specular Reflector film (ESR) manufactured by 3MT M , which66

allows to achieve 98.5% reflectivity across the visible spectrum.67

In order to improve optical isolation of each module from its68

neighbours, each crystal was wrapped with a 25 µm thick Ted-69

lar. The crystal is attached to the PMT housing which is made70

from G10 fiberglass. Two flanges are positioned at the crys-71

tal and housing ends and are connected together using 25 µm72

brass straps, which are brazed to the sides of the flanges. Four73

set screws are applied to the PMT housing flange to generate the74

tension in the straps and hold the assembly together. Light from75

the crystal is detected using a ten-stage Hamamatsu PMT 4125,76

which is inserted to the housing and is coupled to the crystal us-77

ing an optical grease. The PMT diameter is 19 mm. The PMT78

is pushed towards the crystal by using a G10 retaining plate at-79

tached to the back of the PMT and four tension screws applied80

to the PMT flange. The PMT is instrumented with the high volt-81

age divider and amplifier positioned on the same printed circuit82

board, which is attached to the PMT socket.83

2.2. Calorimeter Design84

The calorimeter design is shown in Fig. 2. An array of 12 x85

12 calorimeter modules with a 2 x 2 hole in the middle for the86

Figure 2: Schematic layout of the Compton calorimeter.

photon beam are positioned inside the light tight box. A Tung-87

sten absorber is placed in front of the innermost layer closest88

to the beamline. The light yield from PbWO4 crystals depends89

on the temperature with the typical temperature coefficient of90

2%/◦C at room temperature. Maintaining constant temperature91

is essential for the calorimeter operation. Calorimeter mod-92

ules are surrounded by four copper plates with built in pipes to93

circulate the cool liquid and provide temperature stabilization.94

An insulator was used around the detector box. The tempera-95

ture was monitored and recorded during the experiment by four96

thermocouples attached to different points of the module as-97

sembly. During the experiment temperature was maintained at98

17±0.2◦C. In order to prevent condensation, the nitrogen purge99

was applied. Two fans with the water-based cooling system100

were installed on the top of the crystal assembly to improve ni-101

trogen circulation and heat dissipation from PMT dividers. The102

detector was position on the movable platform, which provides103

motion in the vertical and horizontal directions perpendicular to104

the beam. During detector calibration, each module was moved105

to the beam.106

2.3. Electronics107

The PMT of each calorimeter module is equipped with108

the active base prototype [1], which was designed for the109

lead tungstate calorimeter of the Neutral-Particle Spectrometer110

(NPS) in the Jefferson Lab experimental Hall C. The base com-111

bines a voltage divider and an amplifier powered by the current112

flowing through the divider. The active base allows to operate113

the PMT at smaller voltage and consequently at lower anode114

current and improves the detector rate capability. Operation of115

the PMT at smaller anode current is also important for the ex-116

tension of the photomultiplier tube life. The active base circuit117

contains 5 bipolar transistors, three in the amplifier circuit and118

two on the last two dynodes of the voltage divider, which pro-119

vide gain stabilization at high rate. Active bases from the NPS120

detector have a relatively large amplification of about a factor121
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Figure 3: Typical flash ADC signal waveform in the calorimeter module.

of 24 due to the large PMT count rate predicted by Monte Carlo122

simulation. During PrimEx run, the CCAL was operated at the123

HV of about 680 V and the divider current of 260 µA.124

Amplified PMT signals are digitized using a twelve-bit125

multi-channel flash ADCs operated at a sampling rate of 250126

MHz [4]. The flash ADCs are positioned in the VXS crate.127

An example of the flash ADC signal pulse obtained from a128

calorimeter module is shown in Fig. 3. The calorimeter was129

integrated to the trigger system. The trigger is based on the130

energy deposition in the Compton and Forward calorimeters.131

2.4. Light Monitoring System132

To monitor performance of each calorimeter channel, we de-133

signed and installed an LED based light monitoring system134

(LMS). The LMS optics includes a blue LED, spherical lens135

to correct the conical dispersion of the LED, and a diffusion136

grating to homogenize the light. Light was incident on a bundle137

of plastic optical fibers (Edmund Optics) with the core diam-138

eter of 250 µm. Each fiber distributes light to the individual139

calorimeter module. On the crystal end, the fiber is attached to140

the module using a small acrylic cap glued to the crystal with a141

hole drilled through each cap to hold the fiber inside.142

To monitor stability of the LED, we use two reference Hama-143

matsu 4125 PMTs. Each PMT has a single fiber from the LED144

attached to their front face as well as one of the YAP:Ce scin-145

tillator sources. The PMTs were read out using flash ADC. HV146

on each PMT was adjusted in such a way to make signals from147

both the LED and the α source fit to the flash ADC range, as148

shown in Fig. 1. Each LED was driven by a CAEN 1495 mod-149

ule.150

The LMS system was integrated to the GlueX trigger system151

and allowed to produce a special trigger type during data tak-152

ing. The LMS system was extensively used during the detector153

commissioning and was running in parallel to the data produc-154

tion run injecting light to the detector with a typical frequency155

of 100 Hz. Stability of the LED system for the entire PrimEx156

run was measured to be better than 0.5 %. The ratio of LED to157

α-source signals for different run periods is presented in Fig. 5.158

Typical LED amplitudes of calorimeter modules measured dur-159

ing the run are presented in Fig. 6. The gain stability for most160

of crystals during 35 days of taking data is better than 5%.161

Figure 4: Flash ADC signal amplitudes induced by the LED and α-source in
the reference PMT.

Figure 5: The ratio of LED to α-source signals for different run periods.

2.5. Calibration162

Energy calibration of the calorimeter was performed by mov-163

ing each calorimeter module to the photon beam during special164

low-intensity calibration runs. The photon flux corresponded165

to about AAA photons / sec in the energy range Eγ > 1GeV.166

Energy of each beam photons was determined using GlueX tag-167

ging detectors described in Section 1. The typical energy res-168

olution of the beam photon measured with tagger counters is169

about 0.2%. Flash ADC signal amplitudes in the calorimeter170

module as a function of the beam energy is presented in Fig. 7.171

We adjusted PMT high voltages on each module in order to set172

ADC amplitudes to about 3200 counts for 10 GeV photons and173

collected data sample for each calorimeter module positioned in174

the beam. Calibration was subsequently refined by constraining175

the reconstructed energy to the known beam energy determined176

by the tagger counter. CCAL energy in units of flash ADC177

counts induced by 10 GeV photons is shown in Fig. 8. The178

distribution was fit to a Crystal Ball function.179

We observed some non-linear performance on the level of of180

a few percents of the active base with the large amplification181

factor of 24. Some non-linearity effects are presented in Fig. 9182

for bases with different amplification factors. After the PrimEx183

run, we studied the performance of the PMT active bases with184
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Figure 6: Typical signal amplitudes in calorimeter modules induced by an LED
for different PrimEx η run periods. Amplitudes for each module are normalized
to the beginning of the run.

Figure 7: CCAL signal pulse amplitude as a function of the beam energy.

different amplification factors. We replaced the original front185

end electronics in the 3x3 cell calorimeter region with modi-186

fied bases with the bypassed amplifier. Energy resolution mea-187

sured in this region is shown in Fig. 9. The energy resolution188

was fit to the following function. The resolution was found to189

be about 10% better than that measured with the original base190

(gain 24). The energy resolution is similar to that of the Hy-191

Cal calorimeter, which was instrumented with the same type of192

crystals (produced by SICCAS) and used in several experiments193

in the Jefferson Lab’s experimental Hall B.194

2.6. Performance during PrimEx run195

2.6.1. Run conditions196

2.6.2. Compton reconstruction197

3. Upgrade of the GlueX forward calorimeter198

The forward calorimeter of the GlueX detector is positioned199

6 m downstream the beam from the GlueX target, and con-200

sists of 2800 lead glass modules, with the size of 4 cm x 4201

cm x 40 cm. The typical energy resolution of the FCAL is202

σgamma/Eγ = 6.2%/
√

E⊕4.7%. The calorimeter has been used203

in several GlueX experiments since 2016. Physics program204

with the GlueX detector in the experimental Hall D requires an205

upgrade of the inner part of the forward calorimeter with high-206

granularity, high-resolution PbW04 crystals. The lead tungstate207

insert will improve the separation of clusters in the forward di-208

rection and the energy resolution of reconstructed photons by209

Figure 8: Measured energy in units of flash ADC counts produced by 10 GeV
beam photons. The spectrum is fit with a Crystal Ball function.

Figure 9: Energy resolution measured in the 3x3 cell region as a function of the
photon energy.

about a factor of two. We consider to build a 1 m x 1 m insert,210

which will require about 2496 modules. Crystals are purchased211

from two vendors: SICCAS (China) and CRYTUR (Czech re-212

public). The size of the FCAL insert may slightly vary depend-213

ing on availability of funds. Schematic view of the FCAL with214

the lead tungstate insert is presented in Fig. 12. The PbW04215

module design will be essentially the same as for the CCAL,216

except for some small modifications needed to handle the mag-217

netic field present in the FCAL region.218

3.0.3. Magnetic field measurement219

3.0.4. Light guide studies220

3.0.5. Detector rates and electronics221

4. Neutral Particle Spectrometer222

The neutral-particle spectrometer (NPS) offers unique scien-223

tific capabilities to study the transverse spatial and momentum224

structure of the nucleon in the Jefferson Lab experimental Hall225

C. Five experiments have been currently approved using the226

NPS. The experiments and run conditions are listed Table 1.227

The Neutral Particle Spectrometer consists of 1080 PbWO4228

crystals, which will form and an array of 30x36 modules. Crys-229

tals with the same size as in the CCAL purchased from two230

vendors: the CRYTUR and SICCAS. Crystals will be placed231

in the frame build from carbon plates and separated from each232
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Figure 10: Rates of the CCAL modules during PrimEx η production run. The
energy threshold corresponds to 30 MeV.

Figure 11: Elasticity distribution of reconstructed Compton candidates.

other by a 0.5 mm-thick carbon layer to ensure good position-233

ing. Hamamatsu R4125 PMTs will be attached to the back side234

of each module and be separated from each other with a 0.5235

mm thick µ-metal plates to reduce the 200 Gaus magnetic filed236

originating from the sweeping magnet. Blue LED will be used237

to calibrate modules and cure crystals degradated due to radi-238

ation. Light from the LED will be distributed through quarz239

optical fibers to each individual module.240

The detector is positioned in a temperature controlled frame241

on the movable platforms, which will allow to place the detector242

at different angles.243

5. Summary244

We have described the design and fabrication details of the245

pair spectrometer hodoscope, an array of thin scintillator tiles.246

Light from each tile is detected using a 3 mm x 3 mm Hama-247

matsu SiPM. A detector prototype was built to perform light248

Figure 12: FCAL frame with calorimeter modules installed: PbWO4 4 crystals
(brown area), lead glass blocks (green).

collection studies using relativistic electrons produced in the ex-249

perimental Hall B at Jefferson Lab. Two arms of the hodoscope250

detector were commissioned and installed in the experimental251

Hall D.252

6. Acknowledgments253

This work was supported by the Department of Energy. Jef-254

ferson Science Associates, LLC operated Thomas Jefferson Na-255

tional Accelerator Facility for the United States Department of256

Energy under contract DE-AC05-06OR23177. We would like257

to thank ...258

References259

[1] V. Popov and H. Mkrtchyan et al., Proceedings of the IEEE conference,260

California, 2012.261

[2] JLab Experiment E12-06-102, (2006) http://www.jlab.org/exp_262

prog/proposals/06/PR12-06-102.pdf.263

[3] D. I. Sober et al., Nucl.Inst.and Meth. A, 440 (2000),p.263.264

[4] F. Barbosa et al., Proceedings of IEEE Nuclear Science Symposium,265

Hawaii, USA (2007).266

[5] F. Barbosa et al., Proceedings of IEEE Nuclear Science Symposium, Vir-267

ginia, USA (2002).268

5


